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Our Report No
Your Reference

: PRO/CP/2304/0216

May 22, 2023

NASTAH INDUSTRIES SDN BHD
Plot 393, Lorong Perusahaan 8,
Prai Industrial Estate,

13600 Prai, Penang,

Malaysia.

Attention: Sharimela

TEST REPORT |

We have received samples delivered to us under your covering letter dated April 12, 2023.
Analysis had been carried out as per your request. We report the following results:

Date receipt of sample
Date tested

Location of testing
Test method

Sample condition
Type of sample

2 April 19, 2023

: May 20, 2023

: G-TACR, Kuala Lumpur

: ASTM D5712 — 15 (2020)
: Unaged

: Gloves

Test Result

Extractable Protein Content
Hg/g

Sample Reference pg/dm?

UL1 Series 43 110

*Optional correction was carried out on the samples
*The limit of detection and quantitation of the method is 47 and 141 pg/g respectively

“MALAYSIA MADANI
“BERKHIDMAT UNTUK NEGARA”
"KREATIF, INOVATIF, PROGRESIF"

Saya vang menjalankan amangh,

ida Ab. Rahim
(IKMINO.: M 2542/5226/07)
Technical Manager
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This report is issued in accordance with the conditions of accreditation granted by SAMM which has assessed the capability of the laboratory and its traceability to recognised
national standards and to the units or measurement realised at the corresponding national standards laboratory. Copyright of this report is owned by the issuing laboratory and
may not be reproduced other than in full except with prior written approval of the Head of the issuing laboratory.
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